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MECCANICA ECOLOGIA CERAMICA ALIMENTARE
[ Modena, 25/03/15 To LAPITEC SPA
19\ VIA BASSANESE, 6
et 31050 VIDELAGO TV

1509001

Certificato n°

50 100 4582 Attn. C. TONELLATO

Diploma
IWR/T n°

30438

mh MATERIAL and/or SAMPLE to be tested : SINTERED STONE;

Socio

45'»” Denomination of the Sample : LAPITEC SATIN COLLECTION,;

Membro

m Client Reference:  Your delivery VS CONSEGNA date:  03/03/2015

Socio

Unione Industriali
Modena

Here attached, you will receive the Test Report of Serial No. 20151808/n, which shows the
results of tests required.
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TEST REPORT: 20151808/1

Modena, 25/03/15

CUSTOMER LAPITEC SpA - - VIA VIA BASSANESE, 6 - 31050 - VIDELAGO - TV
tl\:g:;iRlAL and/o SAMPLE to be SINTERED STONE:

Denomination LAPITEC SATIN COLLECTION;

Date of sample reception 03/03/2015;

Kind of test executed Roughness profile

Referring standards BS 1134:2010

Shifting from standards none

Equipment Misuratore di rugosita Perthometer M1 cod. M53
Calibration Rapporto di taratura n°1309403DRI del 20/09/13
Subcontracted phases None

Sampling made by Client

The test results showing in this Report are only referred to the sample taken by our staff or supplied by the Customer. He commits
himself to reproduce integrally this document. Partial reproduction is forbidden.
The times of retain of the samples was indicated in the offer related to the test report.
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ROUGHNESS PROFILE

Beginning date : 23/03/0215 Analysis ending date : 23/03/2015

SAMPLE : « LAPITEC SATIN COLLECTION »

RESULTS
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